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Abstract

In this paper we describe the creep behaviour of 9Cr-1Mo-0.2V steel under disc-bend
loading, also known as the small-punch method. An improved power-law, stress-dependent,
energy-barrier model was used to describe the creep behaviour of 9Cr-1Mo-0.2V steel because
the characteristics of this steel cannot be accurately described using a simple, Arrhenius-type
power law. A good correlation between the calculated values from the improved model and
the experimental data was obtained for discs of different thickness, i.e., 0.50 mm, 0.47 mm
and 0.44 mm. We found that the optimum disc thickness for our small-punch device was
0.50 mm. The stress-dependent, apparent activation energy of creep for a disc thickness of
0.50 mm decreased from ∼ 543 kJ mol−1 to ∼ 535 kJ mol−1 as the load increased from 350 N
to 550 N, with the load exponent equal to 4.5. These values are very close to the results from
conventional, uniaxial creep tests.

K e y w o r d s: small-punch, 9Cr-1Mo-0.2V steel, creep equation, stress-dependent activation
energy, Monkman-Grant relationship

1. Introduction

Since there is an increasing demand for power
plants with higher efficiency it is important to find the
most economical material solutions for steam plants
operating at high temperatures and high pressures.
As a result, creep-resistant steel has been the subject
of extensive investigations. The 9Cr-1Mo-0.2V steel is
widely used for high-temperature pipe work compon-
ents in advanced power plants because it offers a com-
bination of a good high-temperature creep strength, a
high resistance to corrosion cracking, a low oxidation
rate and good weldability [1–3]. It is already known
that the creep behaviour of 9Cr-1Mo-0.2V steel can-
not be described properly with a simple Arrhenius-
-type power law since the activation energy Qc,

defined as

[
∂ ln ε̇min

∂ (−1/RT)

]
σ

, shows a strong stress de-

pendence, while the stress exponent n, defined as(
∂ ln ε̇min
∂ lnσ

)
T

, has a strong temperature depend-
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ence [4–6]. The high values obtained for the ac-
tivation energies, which in the case of 9Cr-1Mo-
0.2V steel exceed 800 kJmol−1, have no physical
meaning because they cannot be attributed to any
known creep mechanism in this kind of steel. Čadek
and co-workers [4, 5] made an attempt to inter-
pret such behaviour by applying the Rösler-Arzt
concept [7] for the thermally activated detachment
of dislocations from carbide particles as a rate-
-controlling process. However, the modelling of creep
behaviour using this concept was demonstrated to be
ineffective. Later, Spigarelli [6] tried to explain the
creep behaviour of 9Cr-1Mo-0.2V steel by incorpor-
ating a threshold stress concept, which satisfactorily
describes the creep behaviour; however, the threshold
stress is not a good material parameter since it often
varies with the temperature and/or the applied stress,
and in some cases it can even change its sign.
The influence of multi-axially stressed state on the

lifetime of cylindrical notched specimen of the same
kind of steel under creep loading was studied by Knésl
et al. [8]. Using Norton power-law model for describ-
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ing steady state stage he found that the lifetime of
notched specimen was controlled by two parameters.
The first one corresponds to applied load level and de-
termines the lifetime of specimen with the same geo-
metry but without the notch, while the second para-
meter expresses the influence of size and geometry of
the notch.
Recently, Ule and Nagode [9–11] have introduced

an improved power-law, stress-dependent, energy-
-barrier model for describing the creep behaviour of
9Cr-1Mo-0.2V steel. The improvement over the stand-
ard model [12] is based, first, on the hypothesis that
the application of stress also affects the energy bar-
rier to be overcome when a local region transits from
the initial state to the final state, and second, by ap-
plying a simple power function of stress instead of a
hyperbolic sine function in the model-based equation.
However, there is an additional advantage from tak-
ing into consideration the variation of the activation
volume with temperature. The linear proportionality
between the activation volume and T was confirmed,
which simplified the equation into the following form:

ε̇min = C1

( σ

G

)n

exp

(
−Qc max − C2 (σ/G)

RT

)
, (1)

where ε̇min is the minimum creep rate, σ is the ap-
plied stress, Qc max is the apparent activation energy,
i.e., the limiting value of the activation energy when
σ→ 0, G is the shear modulus (G (MPa) = 97400
– 0.039T), n is the stress exponent, T is the abso-
lute temperature, R is the universal gas constant (R
= 8.314 Jmol−1 K−1), and C1 (s−1) and C2 (J mol−1)
are constants. This model has been used quite success-
fully for a description of the creep behaviour of 9Cr-
-1Mo-0.2V steel during conventional, uniaxial, tensile
creep tests under a constant load as well as under a
constant stress [9–11]. The obtained activation ener-
gies are found to be less stress dependent; however,
they are still high and, thus, in good agreement with
the literature data [4–6], while the stress exponent,
between 4.5 and 5.5, is somewhat smaller than the
values from the literature [4–6].
For measuring the creep properties of single parts

of welded joints or when removing a larger amount of
material to make a specimen, it is common to cause
irreparable damage to the mechanical part, and it is
impossible to carry out a conventional creep test with
a cylindrical specimen. Thus, a number of test tech-
niques have been under development for the purpose
of extracting the mechanical properties from small-
-volume specimens [13, 14]. One of these techniques
is the miniaturized disc-bend test, also known as the
small-punch test. In this test a thin, circular disc is
supported over a recessed hole and forced under con-
stant load to deform into the hole by means of a spher-
ically shaped punch. This gives rise to a rotary sym-

metrical, multi-axially stressed state in the specimen.
The initial, large and rapid hot deformation of the disc
has no effect on the regularity or the duration of the
creep process. However, the duration of the creep pro-
cess is influenced by the thickness of the disc as well
as by the ratio between the disc thickness and the die
clearance. Therefore, the condition θ0 ≤ Cl (where θ0
is the disc thickness and Cl is the so-called die clear-
ance) has to be fulfilled in order to measure the creep
properties correctly [15]. A comparison between the
static disc loading P during the small-punch creep
test and the tensile stress σ during a conventional,
uniaxial, tensile creep test confirmed the most likely
linear dependence between σ/P and 1/θ0 described by
the following relation [16]:

σ = P/(2.33δr · θ0), (2)

where δr is the deflection detected at the moment of
rupture.
The latest investigations on numerous metals car-

ried out by Milička and Dobeš [17] show a good em-
pirical relation between σ during a conventional, uni-
axial, tensile creep test and P during a small-punch
creep test that results in an identical time-to-rupture
at a given temperature, i.e.,

P = kσ, (3)

where the proportionality factor k= 2.85 for 9Cr-1Mo-
-0.2V steel was obtained if P was expressed in N and
σ in MPa [17]. The proportionality factor k is prob-
ably independent on the temperature; however, it is
dependent on the thickness of the disc θ0 and the geo-
metry of the actual small-punch device, which has re-
cently been confirmed by Milička and Dobeš [18].
In this paper we tried to use an improved power-

law, stress-dependent, energy-barrier model to de-
scribe the creep behaviour of 9Cr-1Mo-0.2V steel dur-
ing small-punch creep testing. During this investiga-
tion we also attempted to determine the effect of the
disc thickness as well as the relation between the min-
imal deflection rate δ̇min and the time-to-rupture tr
using the Monkman-Grant relation [19].

2. Experimental

The 9Cr-1Mo-0.2V steel with the chemical com-
position 0.104 C, 0.30 Si, 0.43 Mn, 9.01 Cr, 0.01 Ni,
0.95 Mo, 0.22 V, 0.06 Nb and balance Fe (all values
in wt.%) was used in our research. In order to homo-
genize the microstructure, the investigated steel was
subjected to an additional two-stage heat treatment
(1050◦C for 1 h, vacuum cooling + 750◦C for 1 h, va-
cuum cooling). The initial, tempered martensite fer-
ritic microstructure of the investigated steel is shown
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Fig. 1. Tempered martensite ferritic microstructure of the
investigated 9Cr-1Mo-0.2V steel.

Fig. 2. Schematic illustration of the central part of the
small-punch testing equipment.

in Fig. 1. The disc test specimens were prepared from a
pipe with an outer radius of 325mm and a wall thick-
ness of 15 mm. The diameter of the disc test specimens
was 8 mm and thickness was 0.50, 0.47 and 0.44mm.
These discs were cut from the wall of the pipe in such
a way that the normal to the disc surface was parallel
to the axis of the pipe. All the discs were ground and
polished to 1200 grit.
The experimental work consisted of a test with the

small-punch equipment. The central part of this equip-
ment is shown in Fig. 2. The tests were performed at

Fig. 3. Example of small-punch creep curves, i.e., the time
dependence of the central deflection of a disc of thickness
0.50 mm under a load of 450 N and temperatures of 650◦C,

670◦C and 690◦C.

temperatures of 650, 675 and 690◦C and at loads from
350N to 550 N. For each of the test conditions at least
three measurements were made. The discs were placed
on the central axis of the lower die of the specimen
holder and fixed by the upper die to provide a loose
fit, i.e., neglecting the friction between the upper die
and the specimen. During the test, a constant load ac-
ted on the disc by means of a ceramic ball of diameter
d = 2.5 mm, so that the specimen deflected into the
cylindrical hole in the middle of the lower die. The dia-
meter of the hole was a = 4mm, and its shoulder ra-
dius was r= 0.2 mm. The temperature of the specimen
was measured with a thermocouple, placed as close as
possible to the specimen, the permissible variation in
the temperature being ±1◦C. The displacement of the
punch, i.e. the central deflection of the disc specimens,
was measured using an inductive transducer with a
high measuring accuracy (±1 µm). This displacement
was recorded continuously on a computer.

3. Results and discussion

The creep curves corresponding to the small-punch
test specimens, shown in Fig. 3, differ from the well-
-known shape of conventional creep curves mainly in
the initial, very steep part of the small-punch creep
curves. However, the minimum deflection rate can be
evaluated from the curves representing the time de-
pendence of the deflection rate (Fig. 4), which are ob-
tained by differentiating the creep curves (dδ/dt).
The relationship between the minimum deflection

rate δ̇min and the time-to-rupture tr was plotted for the
small-punch disc specimens of different thicknesses,
θ0, i.e., 0.50, 0.47 and 0.44 mm, in the bi-logarithmic
diagram shown in Fig. 5. In this way, the perfect valid-
ity of the modified Monkman-Grant relation [19] in
which the minimum deflection rate δ̇min is used instead
of the minimum creep rate ε̇min was experimentally
confirmed. The modified relation thus obtained is



236 A. Nagode et al. / Kovove Mater. 48 2010 233–239

Fig. 4. Time dependence of the deflection rate of a disc δ̇
of thickness 0.50 mm at a load of 450 N and temperatures

of 650◦C, 670◦C and 690◦C.

tr =Mδ̇−p
min. (4)

A very high correlation coefficient was obtained
(R2 ∼ 0.96 to ∼ 0.99) for all the disc thicknesses.
Since for all three disc thicknesses the Monkman-

-Grant parameter p is close to 1, the minimum de-
flection rate δ̇min is almost inversely proportional to
the time-to-rupture tr. Thus, a minimum deflection
rate δ̇min, i.e., a minimum creep rate ε̇min in an
improved power-law, stress-dependent, energy-barrier
model (Eq. (1)) can be replaced with the time-to-
-rupture tr, so that Eq. (1) transforms to:

tr,SP = C1

( σ

G

)−nSP
exp

(
Qcmax − C2 (σ/G)

RT

)
. (5)

The exact meaning of this stress in Eq. (5) is not
yet known, but it could represent a scalar value of
those stress components that are crucial for the time-
-to-rupture of the disc and thus it is called the crit-
ical stress. Although the distribution of the stress in
the disc is rotary symmetrical, the multi-axial stress
state, as well as the deformation state, is heterogen-
eous. Therefore, the most convenient stress in Eq. (5)
seems to be the maximum effective stress σ̄max for
which the von Mises effective stress was adopted as
well as the assumption that not the spherical part,
but only the deviatoric part of the stress tensor has
an influence on the creep behaviour. The value of this
stress is not known, since only the load P is measured
for a particular disc thickness and geometry of the
small-punch testing device. Since Milička and Dobeš
[17, 18] experimentally determined the linear depend-
ence between the stress σ during a conventional, uni-
axial, tensile creep test and the load P during a small-
punch creep test, which results in an identical time-to
rupture tr (Eq. (3)), Eq. (5) can be rearranged to:

tr,SP = C1

(
P

C3

)−nSP

exp

(
Qcmax − P/C2

RT

)
, (6)

Fig. 5. Dependence of the time-to-rupture tr on the min-
imum deflection rate δ̇min for different disc thicknesses: a)

θ0 = 0.50 mm, b) θ0 = 0.47 mm and c) θ0 = 0.44 mm.

where P is the applied load when measuring the creep
properties of the disc, C1, C2 and C3 are the thickness-



A. Nagode et al. / Kovove Mater. 48 2010 233–239 237

Ta b l e 1. Values of the constants C1, C2 and C3, the apparent activation energies Qc max and the load exponents nSP
for the different disc thicknesses

θ0 (mm) C1 (s) C2 (mol m−1) C3 (N) Qcmax (J mol−1) nSP

0.50 2.95 × 10−16 2.04 × 10−2 2.87 560 000 4.5
0.47 5.85 × 10−16 1.52 × 10−2 2.67 560 000 4.5
0.44 1.61 × 10−15 1.11 × 10−2 2.45 560 000 4.5

Fig. 6. Correlation of the model with the experimental data for different disc thicknesses: a) θ0 = 0.50 mm, b) θ0 = 0.47 mm
and c) θ0 = 0.44 mm. The points represent the experimental values, whereas the dashed lines represent the values obtained

from Eq. (6).

-dependent constants, Qc max is the apparent activa-
tion energy, i.e., the limiting value of the activation
energy when P → 0, and nSP is the load exponent.
The values of the constants C1, C2 and C3, as well

as the apparent activation energies Qc max and the
load exponents nSP were obtained by means of a stat-
istical multi-regression analysis of the creep-test data
and are listed in Table 1. However, these constants
have to be considered as fitting parameters in the ap-
plied equation, which is still semi-empirical but theor-
etically well founded and that satisfactorily describes
the creep behaviour of 9Cr-1Mo-0.2V steel under disc-
-bend loading.
In Fig. 6, the times-to-rupture tr calculated from

the improved power-law, stress-dependent, energy-
-barrier model (Eq. (4)) are plotted against the ap-
plied load P on a bi-logarithmic scale together with
our experimental data for the different disc thick-
nesses, i.e., 0.50mm, 0.47mm and 0.44mm. It is clear
that there is a good correlation between the model
and the experimental data.
As can be seen from Table 1, the apparent activ-

ation energies Qc max and the load exponents nSP are
equal for all three disc thicknesses, while the constants

Fig. 7. Dependence of the constant C1 on the disc thickness
θ0.

C1, C2 and C3 are dependent on the disc thicknesses.
The dependence of the constant C1 on the disc

thickness (Fig. 7) can be expressed with the follow-
ing polynomial equation, obtained from a computer-
-assisted analysis:
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Fig. 8. Linear dependence of the constant C2 on the disc
thickness θ0.

Fig. 9. Linear dependence of the constant C3 on the disc
thickness θ0.

C1(θ0) = 4.0833× 10−13θ20 − 4.0575× 10−13θ0+
+ 1.0109× 10−13. (7)

The constant C1 includes the influence of the geo-
metry of the small-punch device (the disc thickness,
the diameter of the hole in the lower die, the dia-
meter of the ceramic ball, the die clearance or the ratio
between them). From Fig. 7 it is clear that at some
disc thickness (between ∼ 0.48 mm and ∼ 0.50mm)
the constant C1 becomes almost independent on the
disc thickness. Since the maximum disc thickness is
limited by the condition θ0 ≤ Cl [15], and thus it can-
not exceed 0.50mm, the optimum disc thickness for
the actual small-punch device is, therefore, strictly de-
termined.
The constant C2 shows a linear dependence on the

disc thickness (Fig. 8), and it can be described by the
following equation:

C2 (θ0) = 0.16θ0 − 0.06. (8)

The constant C3 also shows a linear dependence on
disc thickness (Fig. 9). For its description the following
equation can be used:

C3 (θ0) = 7.000θ0 − 0.627. (9)

By applying the above dependences of the con-
stants C1, C2 and C3 on the disc thickness, Eq. (6)
can be rewritten in the form:

tr =
(
4.083θ20 − 4.058θ0 + 1.011

) × 10−13 ×
×

(
P

7.000θ0 − 0.627
)−nSP

×

× exp
(

Qcmax − P/(0.155θ0 − 0.057)
RT

)
(10)

with the load exponent nSP = 4.5 and the apparent
activation energy, i.e., the limiting value of the activa-
tion energy when P → 0, Qcmax = 5.6 × 105 Jmol−1.
The load P is expressed in N and the disc thickness
θ0 in mm.
The influence of the stress σ in Eq. (10) is ex-

pressed by the ratio P/θ0. This is in accordance with
Dobeš and co-workers [16], who already confirmed the
linear dependence between σ/P and 1/θ0, where σ is
the stress during a conventional, uniaxial, tensile creep
test, while P is the acting load on the disc of thickness
θ0 during a small-punch creep test that results in an
identical time-to-rupture tr at a given temperature.
If the optimum disc thickness for the actual small-

-punch device is chosen to be 0.50mm, the equation
for the time-to-rupture tr can be written in more sim-
plified form:

tr = D1

(
P

θ0

)−nSP

exp

(
Qcmax − D2(Pθ0)

RT

)
, (11)

where D1 (D1 = C1

(
C3
θ0

)nSP

) and D2 (D2 =
θ0
C2
)

are constants calculated from Eq. (6). Hence, for disc
thickness θ0 = 0.50mm constants D1 and D2 are
7.67 × 10−13 s (Nmm−1)4.5 and 24.51 m2 mol−1, re-
spectively, the load exponent nSP = 4.5 and the limit-
ing value of the apparent activation energy Qcmax =
560 kJmol−1.
The value of the stress-dependent apparent activ-

ation energy of the creep Qc for a disc thickness of
0.50mm calculated from the expression (Qcmax −
− D2(P/θ0)) in Eq. (11) is 543 kJmol−1 at an ap-
plied load P = 350N, and 535 kJmol−1 at an applied
load P = 500N. These activation energies for the creep
are apparent activation energies, since they represent
the stress-dependent activation energy of the slowest,
dominant, rate-controlling mechanism of the proposed
multiple-creep mechanisms.
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Equation (11) shows that the critical stress, which
is crucial for the time-to-rupture, can be approximated
by a simple quotient P/θ0. This is in agreement with
the fact that the heterogeneous distribution of the crit-
ical stress and the strain in the disc is limited only in
the circular area of disc, which is becoming thinner
during the deflection of the disc, while the length of
the circular area remains practically unchanged. The
heterogeneous distribution of the strain, limited only
in a well-defined circular area, was first confirmed by
a numerical simulation of the disc during creep car-
ried out by Rodič [20] and later experimentally docu-
mented by Komazai [21].

4. Conclusions

The results of the creep measurements on 9Cr-
-1Mo-0.2V steel using a small-punch creep test on
discs of different thicknesses, i.e., 0.50mm, 0.47 mm
and 0.44 mm, are described.
– The relationship between the minimum deflec-

tion rate δ̇min and the time-to-rupture tr was stud-
ied. The perfect validity of the Monkman-Grant rela-
tionship was experimentally confirmed. The values of
the Monkman-Grant parameter p are close to 1 (from
∼ 0.93 to ∼ 1.05) for all three disc thicknesses. Hence,
the minimum deflection rate δ̇min, which is used in-
stead of the minimum creep rate ε̇min, is inversely pro-
portional to the time-to-rupture tr.
– For a description of the creep behaviour of

9Cr-1Mo-0.2V during a small-punch creep test an
improved power-law, stress-dependent, energy-barrier
model was used. This model, which has recently been
satisfactorily used for conventional, uniaxial, creep
tests, also shows a good correlation with the small-
-punch creep data, which gives rise to a rotary sym-
metric, multi-axially stressed state in the disc-bend
specimen.
– It was found that the optimum disc thick-

ness for an applied small-punch testing device was
0.50mm. However, the disc thickness is not limited
only by the maximum, with the condition θ0 ≤
Cl, but also by the minimum, which is ∼ 0.48 mm
for our small-punch device. Thus, for any small-
-punch device the disc thickness is strictly determined.
– The stress-dependent, apparent activation en-

ergies of creep Qc for the optimum disc thick-
ness of 0.50 mm decreases from ∼ 543 kJmol−1 to
∼ 535 kJmol−1 as the load P increases from 350 N
to 550 N, while the load exponent nSP is 4.5. These
values of Qc and n are very close to the results of the
conventional creep tests that have been published re-
cently. The stress-dependent, apparent activation en-
ergy is somewhat load-dependent, i.e., dependent on
the quotient P/θ0, which approximates the relevant

stress in the disc that is crucial for the time-to-rupture
of the disc.
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